Certificate of Analysis PBAT 2208

Contract No. & A5 :

Batch No.#t ik 5 : 20230426

PBAT 2208 i) HREHRE

PROPERTY UNIT TEST REFERENCE TEST VALUE
PERE LA it g
Melt Flow Rate
- g/10min ISO 1133 at T=190°C,W=2.16kg 4.39
EETE
Carboxyl Content
s Mol/t GB/T32366-2015 11.35
IRk
Density
. g/cm3 ISO 1183 1.23
Tensile strength
. Mpa ISO 527 22.29
T 538 JEE
Melting Temperature
°C DSC 121
Wt o
Elogation At Break
% ISO 527 600.7
T 163
Vicat Softening Point
y . °C ISO 306 95.2
YRR
Moisture . .
% V& RES 0.060
KAy

Lab test signed:
SEUG WA
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